Art of Fibre Job Details

Phone 353 852581669 OFDA 2000 REPORT OAZV

Mobile 353 852581669 Certified Alpaca Testing - Aug 2023 (1Records

Fax. www.artoffibre.com P 9 g ( ) Reference: 0314 - 0314
Email. info@artoffibre.com Tested: Aug 10, 2023 -
Moyaliffe House, Ballycahill. E41HX59 Aug 11, 2023
County Tipperary, Republic Ireland

“ EarTag : Chilan
Chilan Micron : 14.5 mic
7 SD: 3.4mic
CVD: 23.3%
FD 14.5 CEM: 6.9 mic
"] SD 3.4 <15: 53.6 %
CF :100.0 %
151 CV 233 SF: 14.4 mic

CF 1000 S
14 CURVE 49_6[39] Max Mic : 19.7 mic

Finest Point From Tip : 95.0 mm

Fibre Ends : 0.6 mic
13 SD Along :  1.80 mic
CRV : 49.6 Dg/mm
SDC : 39.0 Dg/mm
12 LotDest : Ultrafine
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OFDA 2000 REPORT
Certified Alpaca Testing - Aug 2023 (1Records)

20.9- EarTag : Chilan
pos] Micron : 14.5 mic
SD: 3.4 mic
20.31 CVD: 23.3%
CEM: 6.9 mic
20.04 <15: 53.6 %
19.7 1 CF :100.0 %
SF: 14.4 mic
19.41 Staple Len : 100.0 mm
1] Min Mic : 12.3 mic
Max Mic : 19.7 mic
18.81 Finest Point From Tip : 95.0 mm
Fibre Ends : 0.6 mic
18.5 SD Along :  1.80 mic
18.2 CRV : 49.6 Dg/mm
SDC : 39.0 Dg/mm
17.9] LotDest : Ultrafine
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